Silicone water level grommet deterioraƟon
Based on field data, warranty returns and tes ng by our Engineers, we have discovered a poten al issue with the
silicone fill probe grommet that is used on XTS, V+ , HWB and HWD series coﬀee brewers and hot water dispensers.
This problem was caused by a supplier material issue where the silicone didn't cure properly, thus allowing moisture
to penetrate the silicone a er extended periods of exposure to vapor, eventually deteriora ng the grommet.
We have iden fied a date range between the 31st to the 51st week of 2018 that have seen a majority of the failures,
with few cases reported outside of this range. It is important to understand that most grommets will not fail, but
since we have seen an increase of service related issues due to this supplier defect we are pos ng this bulle n.

DescripƟon of Problem: Due to deteriora on, the grommet may become con‐
duc ve and cause false readings due to the water level probe grounding to
the tank. Note: there is no voltage on this connecƟon (middle picture), but
there is voltage on the element next to it. Once deteriorated, the machine
will not fill completely, causing the water level in the tank to be lower than it
should, thus causing short po ng.

Problem idenƟficaƟon and tesƟng: CauƟon, live voltage present! To see if
the grommet is at fault, remove the probe by pulling straight up (there are
no fasteners). If the machine is in ready state and does not ac vate the fill
valve, check the valve for a fault. If machine is in ready state and begins to
fill, touch the end of the probe to the metal on the top of the tank. If the
filling stops, check the condi on of the grommet and replace if necessary.
The grommet is press fit into the tank and can be removed by squeezing and
pulling upwards. Defec ve grommets have a white chalky looking coa ng on
the bo om half of the grommet that is inside the tank. This can be seen in
the top picture on the le grommet.

Temporary soluƟon: If the machine is inoperable due to this problem,
there is a quick and easy temporary solu on. Use teflon tape (aka
plumbers tape) to ghtly wrap the probe (as shown in picture on the
bo om right) making sure the bo om 1/4” is not covered. This will allow
the machine to be used safely un l the grommet can be replaced.

Remedy: replace grommet (part number 1024.00053.00) and test machine.
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